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Abstract The planar oxygen isotope effect coefficient mea-
sured as a function of hole doping in the Pr- and La-doped
YBa2Cu3O7 (YBCO) and the Ni-doped La1.85Sr0.15CuO4

(LSCO) superconductors quantitatively and qualitatively
follows the form originally proposed by Kresin and Wolf
[Phys. Rev. B 49, 3652 (1994)], which was derived for po-
larons perpendicular to the superconducting planes. Inter-
estingly, the inverse oxygen isotope effect coefficient at the
pseudogap temperature also obeys the same formula. These
findings allow the conclusion that the superconductivity in
YBCO and LSCO results from polarons or rather bipolarons
in the CuO2 plane. The original formula, proposed for the
perpendicular direction only, is obviously more generally
valid and accounts for the superconductivity in the CuO2

planes.

Keywords Cuprates · High-temperature
superconductivity · Polarons · Oxygen isotope effect

Copper oxides are the only compounds that show supercon-
ductivity at Tc above the boiling point of nitrogen. When not
doped, these materials are antiferromagnetic insulators due
to the strong correlation splitting of the dx2−y2 -type band
into an upper empty and a lower occupied Mott–Hubbard
band. When the latter is doped and holes are present, very
high Tc’s are found. A two-decade-long controversy resulted
from the question as to whether the superconducting phe-
nomenon still results from the electronic correlations present
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or whether lattice dynamics play a role. In favor of the lat-
ter, Kresin and Wolf wrote a colloquium [1] in which they
review couplings from an extended lattice to phonons, plas-
mons, exitons and polarons, both theoretically and experi-
mentally. For the case of polarons, i.e., a local vibronic lat-
tice deformation, they quote a formula for the oxygen iso-
tope coefficient α(n), originally derived by them [1, 2] in
1994 for lattice distortions along the c-direction:

α(n,Tc) = γ (n)
n

Tc(n)

∂Tc(n)

∂n
. (1)

Here n denotes the superconducting carrier density. The pa-
rameter γ (n) entering (1) depends only weakly on n.

Equation (1) resembles the formula proposed earlier by
Schneider and Keller, derived by analysing the universal
proporties of cuprates [3, 4]. Already there, an important
ingredient for mapping the experimentally obtained α(n)

was the detailed Tc(n) dependence. In the original report by
Kresin and Wolf [2], the applicability of the model is dis-
cussed on the basis of the early data for α(n). The result of
their fitting of (1) to the data yielded γ = 0.13. However, it
is not really discussed how and in which manner the gradient
of Tc(n) is incorporated into (1) during fitting.

Experimentally, it was observed by Zech et al. [5] that
site-selective oxygen substitution 16O → 18O in optimally
doped YBa2Cu3O7 (YBCO) results in more than 80% of
the oxygen isotope effects being due to the planar oxygen.
This is because the hole density present was shown to re-
side mainly in the planar CuO2 [6]. Accordingly, the car-
rier density is mainly planar n‖. Note that for the perpen-
dicular direction n⊥ = 0 and therefore also α⊥ = 0. Vari-
ous groups [7–10] carefully studied α||(n) for YBCO and
doped La1.85Sr0.15CuO4 (LSCO) as shown in Fig. 1, taken
from Ref. [11]. In it, α‖(n) is compared with the results
of a vibronic theory. The latter comprises two electronic

mailto:wstephen@physik.uzh.ch


1236 J Supercond Nov Magn (2011) 24: 1235–1239

Fig. 1 (Color online) The oxygen isotope effect exponent α as a func-
tion of Tc/Tc,max. The black stars refer to the calculated α when only
the nearest-neighbor hopping integral (t1) is renormalized. The purple
stars are theoretically derived, with both the second-nearest-neighbor

and the interplanar hopping integrals (t2, t4) renormalized. Red, blue
and green data are experimental values for α for Y1−xPrxBa2Cu3O7−δ

[7, 8], YBa2−xLaxCu3O7−δ [9], and La1.85Sr0.15Cu1−xNixO4 [10],
respectively. The figure is taken from Ref. [11]

bands present in the cuprates, a lower t–J -type d-band and
a nearby, higher-lying s-band coupled by a linear vibronic
term [6, 11, 12]. Within this model, the oxygen isotope
effects on Tc result from considering in-plane bands with
first t1, second t2, third neighbor t3, and interplanar hop-
ping integrals t4 [6, 11]. The polaronic renormalizations of
the second-nearest-neighbor hopping integral t2 and the in-
terplanar hopping term t4 yield the correct trend for α‖(n)

close to optimal doping. From Fig. 1 it can be seen that
the agreement is rather good at and below optimal doping,
but clearly deviates for very low doping. Being based on
a mean-field theory, this may be expected because at very
low doping individual polarons exist. A result of that theory
is that the local coupling mode is of Jahn–Teller-type t2/t4
motion. From this we may infer that for a polaronic scenario
the formal α(n) [see (1)] may also be valid for the planar
polarons. Thus we identify in (1) n = n‖ and α(n) = α‖(n),
as described in the next paragraph.

The dependence of Tc(n) can be parameterized according

to early work [13–15] as

Tc(n)

Tc,max
= 1 − A

(
n

nmax
− 1

)2

. (2)

Tc,max(n) denotes the maximum transition temperature of a

given family, nmax the corresponding carrier density, and A

an empirical constant found to be ≈2–3 [13–15]. In the inset

of Fig. 2 the dependence in (1) is presented. Combining (1)

and (2), we obtain for the generic formula of α‖(n) in terms

of z = n/nmax and t = Tc/Tc,max:

α‖(z) = 2γ (n)
z(z − 1)

(z − 1)2 − A−1
(3)
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Fig. 2 (Color online) The same data for α as in Fig. 1 as a function of
Tc/Tc,max for Y1−xPrxBa2Cu3O7−δ [7, 8], Y1−xPrxBa2Cu3O7−δ [9],
and La1.85Sr0.15Cu1−xNixO4 [10]. Clearly, (3) describes the universal

dependence of α rather well. We can derive a value of γ = 0.146(8)

from the fit. The inset shows the doping-dependent Tc according to (3)
and (4) using the fitted A = 2.5(3)

and within the underdoped region:

z = 1 −
√

1 − t

A
. (4)

This result can be compared with experimental data for
α‖(n) from the literature. In Fig. 2, we depict data for α‖(n)

as a function of Tc/Tc,max for Y1−xPrxBa2Cu3O7−δ [7, 8],
for YBa2−xLaxCu3O7−δ [9], and for La1.85Sr0.15Cu1−x

NixO4 [10]. Clearly, (3) describes the universal dependence
of the measured α‖(n) rather well, assuming γ (n) to be con-
stant. By fitting (3) and (4) to the data, we derive a value
of A = 2.5(3), in good agreement with literature values

[13–15], and γ = 0.146(8), slightly larger than the value
of γ = 0.13 reported in Ref. [2] based on early results for
α(n).1 Globally, this calculation is similar to those previ-
ously discussed in Refs. [2] and [3].2

1Note that for this analysis newer experimental data were used, ob-
tained from a larger range of doping, in combination with the early
data analyzed in Ref. [2].
2Note that an obvious difference in the calculation presented in
Refs. [2] and [3] and the work presented here is the functional form
of Tc(n) used for calculation. The generality of this form, as presented
in (1) by the freedom of parameter A, allows an unambiguous calcula-
tion of the isotope coefficient α.
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The agreement between the measured oxygen isotope ef-
fect α‖(n) as a function of doping n and the curve calcu-
lated with (3) and (4), but with a constant parameter γ , is
really remarkable. From optimal doping nmax down to near-
vanishing superconductivity, where the measured α‖(n) ex-
hibits a characteristic upturn, the data follow the curve ob-
tained with (1) very well. This allows the conclusion that
this simple expression is more generally valid than only
for polarons axed along the crystallographic c-direction, for
which it was originally obtained [1, 2]. It quantitatively
yields the correct behavior for polarons sited in the CuO2

plane. Now the vibronic theory of Bussmann-Holder and
Keller [6, 11] reproduces α‖(n) quite well near optimum
doping, see Fig. 1. In their work, the authors deduced that
the local polaronic lattice deformation is of t2/t4, i.e., Jahn–
Teller type. From this fact, we may assume that this is also
the case in the entire range shown in Fig. 2.3 In other words,
the effects of doping-dependent oxygen isotope and the the-
ories shown in Figs. 1 and 2 are evidence of the planar pola-
ronic origin of the high-temperature superconductivity.

The above conclusion agrees with the ones reached in the
viewpoint published by the second author [16] four years
ago. In this viewpoint, the possibility for superconductiv-
ity to be due to magnetic interactions was also addressed.
At that time, no electronic theories were known to yield fi-
nite Tc’s. Furthermore, experiments were discussed which
indicated that magnetic interactions could not be respon-
sible for the high-temperature superconductivity. However,
the group of Keimer at the MPI in Stuttgart and others
investigated the antiferromagnetic (AFM) peaks near the
M-point of the Brillouin zone with inelastic neutron scat-
tering [17] for a number of compounds. These peaks are
very weak, and the group was able to enhance the signal
by first exciting electrons from the 2p level of oxygen with
X-rays. The signal obtained in this way quantitatively fol-
lows the temperature-dependent superconducting gap. From
this, a magnetic mechanism was deduced by assuming an in-
trinsic homogeneous state of the material. However, this is
not the case! This has been pointed out recently [16] and
also earlier [18]. For example, X-ray [19] and early Tm
NMR [20] investigations yielded near-insulating AFM re-
gions and metallic-like regions forming clusters. Close to a
superconducting cluster or stripe, weak AFM signals exist
at the border, owing to the continuous electronic part of the
wavefunction [21]. Indeed, weak spin ordering has been de-
tected by nuclear quadrupole resonance [22]. It is thus pos-
sible that this weak AFM signal is coherent by interaction
with the coherent superconducting part, and is responsible
for the AFM signal.

3This behavior is similar to those in critical phenomena, where the lo-
cal conformations near structural phase transitions that occur in the
mean field regime subsist symmetry-wise in the critical regime.

The largest oxygen isotope effect at Tc shown in Fig. 1,
occurring at low doping, is about α = 1.0, i.e., much lower
than those observed at the pseudogap temperature T ∗ re-
ported for LSCO [23] and HoBa2Cu4O8 [24]. For the lat-
ter, α∗ = −2.2. It is sign-inverted, as expected from (1),
which also applies to the pseudogap isotope effect [1]. With
the nearly linear T ∗(n), we arrive at γ ∗ = 1.7 from these
data. The existence of an even greater α∗ for copper in
YBCO in terms of local lattice conformations [24] has been
commented on in [6, 16]. In the latter paper, the occur-
rence of T ∗ has been assigned to the formation of inter-
site Jahn–Teller bipolarons [16]. That these giant isotope ef-
fects on T ∗, which were observed and confirmed a decade
ago [23, 24], were ignored by the proponents of pure elec-
tronic mechanisms for the occurrence of superconductivity
in the cuprates is not acceptable from a scientific point of
view.

The isotope effect with α = 0.5 in the classical super-
conductors was substantial for the acceptance of the BCS
theory. The carrier-dependent α‖(n) at Tc(n) quantitatively
follows the Kresin–Wolf formula [see (1)] derived for po-
larons along the c-direction over the entire doping range
[see Fig. 2]. We regard this as a strong clue that, for the
materials shown, superconductivity is induced by polarons,
or rather bipolarons, with spin S = 0, but that they occur in
the CuO2 plane [16]. The latter follows from the agreement
of the calculated planar isotope effects at Tc(n) with the vi-
bronic theory near optimum doping, see Fig. 1. Comparing
the observed isotope effects with the vibronic theory indi-
cates that the local polaronic conformations are of the t2/t4
Jahn–Teller type. This theory also yields the large inverted
oxygen isotope effect of α∗ = −2.2 observed at the pseudo-
gap temperature T ∗ and other behaviors [11]. Furthermore,
already at very low doping, intersite Jahn–Teller bipolarons
are formed, which cluster in probably ramified, conducting
entities, such as stripes [25].4
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